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Surface Diffusion RCPT
Cement type concentratio coefficient,
n, C s (%) D ¢ (m 2 /) (Coulombs)

Mixture 1 0.8 1.45E-12 1200
Mixture 2 1.1 3.87E-11 1105
Mixture 3 0.89 1.39E-12 3005
Mixture 4 0.75 8.95E-12 2879

Mixture 5 1.1 3.55E-12 1509
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